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Abstract 

Background: The substitution of Ca2+ in Ca-hydroxylapatite by toxic Cd2+ can cause the forming of Cd-hydroxylapa-
tite and is a significant issue in a great variety of research areas, which hence needs an understanding of the essential 
physicochemical characteristics. Unfortunately, the solubility product and thermodynamic data for Cd-hydroxylapatite 
in water under a variety of conditions now are lacking. Little information has been reported by previous researchers. 
Additionally, the dissolution mechanism of Cd-hydroxylapatite has never been studied.

Results: Dissolution of the synthetic cadmium hydroxylapatite [Cd-HAP, Cd5(PO4)3OH] in HNO3 solution (pH = 2), 
ultrapure water (pH = 5.6) and NaOH solution (pH = 9) was experimentally studied at 25, 35 and 45°C. Characteriza-
tion by XRD, FT-IR and FE-SEM proved that Cd-HAP solids showed no recognizable change during dissolution. For the 
Cd-HAP dissolution in aqueous acidic media at initial pH 2 and 25°C, the solution cadmium and phosphate concen-
trations increased rapidly and reached the peak values after 20–30 days and 10 days reaction, respectively. Thereaf-
ter, the Cd-HAP dissolution rate decreased slowly, whereas the solution Cd/P molar ratio increased constantly from 
1.65–1.69 to 6.61–6.76. The mean Ksp values for Cd5(PO4)3OH were determined to be 10−64.62 (10−64.53–10−64.71) at 
25°C, 10−65.58 (10−65.31–10−65.80) at 35°C and 10−66.57 (10−66.24–10−66.90) at 45°C. Based on the obtained solubility data 
from the dissolution at initial pH 2 and 25°C, the Gibbs free energy of Cd5(PO4)3OH forming �G

o

f
 was determined to 

be −3,970.47 kJ/mol (−3,969.92 to −3,970.96 kJ/mol). Thermodynamic parameters, ΔG0, ΔH0, ΔS0, and �C0
p for the 

dissolution process of Cd-HAP in aqueous acidic media at initial pH 2 and 25°C were calculated 368,710.12 J/K mol, 
−158,809.54 J/mol, −1,770.20 and −869.53 J/K mol, respectively.

Conclusions: Based on the experimental results of the present work and some previous researches, the cadmium 
hydroxylapatite (Cd-HAP) dissolution in aqueous media is considered to have the following coincident processes: the 
stoichiometric dissolution coupled with protonation and complexation reactions, the non-stoichiometric dissolution 
with Cd2+ release and PO4

3− sorption and the sorption of Cd2+ and PO4
3− species from solution backwards onto Cd-

HAP surface. The obtained solubility products (Ksp) 10−64.62 (10−64.53–10−64.71) for Cd-HAP was approximately 7.62–5.62 
log units lower than 10−57–10−59 for calcium hydroxylapatite (Ca-HAP).
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Background
The apatite group minerals are famous for their com-
positional changes owing to various substitutions and 
form an enormous family of isomorphic compounds 

[1], which play an important role in numerous medical, 
industrial and environmental processes [2, 3]. Calcium 
hydroxylapatite [Ca-HAP, Ca5(PO4)3(OH)] is a principal 
component of teeth and bones of vertebral animals. It is 
isostructural with calcium hydroxylapatite, and Cd2+ has 
the probability of replacement for Ca2+ in hard tissue [4]. 
Apatites as the raw material for the phosphatic fertilizer 
production have usually trace amount of many elements, 
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among which Cd is particularly harmful and may be 
found in natural waters. Cadmium can be concentrated 
in the animal bone tissues through the food chain, which 
may cause bone troubles or damage such as osteomalacia 
and osteoporosis [5]. Ca2+ (0.100 nm radius) sites of Ca-
HAP can be substituted by Cd2+ with 0.095  nm radius 
that may result in a contraction of the apatitic structure 
[6]. When toxic Cd2+ ions are taken into an organism, 
they could be possibly concentrated in body and form 
Ca–Cd hydroxylapatite solid solution [5]. Because of its 
ion exchangeability to hold many noxious trace elements, 
Ca-HAP has been used to remove harmful heavy metal 
ions from industrial wastewaters and to remedy metal-
contaminated soils [7–10].

It possesses a large capacity for replacements of cal-
cium and phosphate ions by other ions owing to its 
chemical composition and crystal structure [11], among 
which the replacement of Ca2+ by poison Cd2+ can cause 
the forming of Cd-HAP. Consequently, the substitution 
of Ca2+ in Ca-HAP by toxic Cd2+ is a significant issue in a 
great variety of research areas [5, 12], which hence needs 
an understanding of the essential physicochemical char-
acteristics, particularly the dissolution mechanism and 
solubility under different conditions. Although a great 
number of experimental studies on the dissolution mech-
anisms and kinetics of natural and synthetic apatite sam-
ples in pure water, acidic and alkali solutions have already 
been carried out [8, 9, 13–16], much of them has been 
only focused on calcium hydroxylapatite and fluorapatite. 
Unfortunately, dissolution mechanism, solubility prod-
uct and thermodynamic data of Cd-HAP in water under 
a variety of conditions now are lacking, although its dis-
solution and following release of the component from the 
solid to the aqueous solution play a significant role in the 
cycling of the relevant elements.

Only a few experimental works have been made on 
the dissolution and stability of Cd-HAP, for which little 
information has been reported by previous researchers. 
Solubility studies of cadmium hydroxylapatite (Cd-HAP) 
were carried out in an aqueous solution of 0.165  M 
sodium nitrate [17], and the change of solubility products 
(Ksp) of Cd-HAP with temperatures from 37 to 52°C at a 
pH of 5.0 was examined [17]. However, there’s still mis-
take and confusion about their results, e.g., the solubil-
ity products (Ksp) for CdHPO and CaHPO were used to 
calculate the thermodynamic properties, ΔG0, ΔH0, ΔS0, 
and �C0

p for the dissolution processes of Cd-HAP and 
Ca-HAP at pH 5.0, respectively [17]. Therefore, there are 
lacking thermodynamic data that can be used to evaluate 
the environmental risk of cadmium caused by cadmium 
hydroxylapatite. Therefore, Cd-HAP was firstly synthe-
sized by precipitation technique and examined by XRD, 
FT-IR and FE-SEM in this work, and then its dissolution 

rate and mechanism were investigated at initial pH 2–9 
and 25–45°C. Furthermore, the solution concentrations 
were used to calculate the solubility product and free 
energy of forming of Cd-HAP. As a comparison, simi-
lar experimental work was also done for pure synthetic 
Ca-HAP.

Experimental methods
Solid preparation and characterization
Solid preparation
The pure Cd-HAP solid sample was prepared by pre-
cipitation according to the following reaction: 5Cd2+

+3PO4
3−  +  OH−  =  Cd5(PO4)3OH [18]. The synthetic 

procedure for the Cd-HAP solid by precipitation was 
based on 50  mL of 0.02  mol/L cadmium solution was 
firstly prepared by dissolving cadmium acetate dihydrate 
[Cd(CH3COO)2·2H2O, analytical grade] in pure water. 
The cadmium solution was then added into 50  mL of 
0.22  mol/L ammonium acetate [CH3COONH4] buffer 
solution in a 250  mL polypropylene vessel. Thereafter, 
100  mL 0.006  mol/L NH4H2PO4 solution was quickly 
added into the vessel with stirring to form white suspen-
sion, with the result that the mixed solution had a Cd/P 
atomic ratio of 1.67. The resulting mixed solution was 
adjusted to pH of 7.5 by adding NH4OH solution and 
stirred for 10  min at 23 ±  1°C, and aged at 100°C for 
2  days. Subsequently, the white precipitate was rinsed 
carefully with pure water and then dried in an electric 
oven at 70°C for 16 h.

Characterization
10  mg of the prepared Cd-HAP solid was digested in 
20 mL of 1 M HNO3 solution and diluted to 100 mL with 
pure water. The Cd and P contents were then examined 
by using an inductively coupled plasma—optical emission 
spectrometer (ICP-OES, Perkin-Elmer Optima 7000DV). 
The X-ray diffraction (XRD) patterns of the synthetic 
Cd-HAP powder was recorded by an X’Pert PRO diffrac-
tometer with Cu Kα radiation (40  kV and 40  mA), and 
then identified crystallographically via comparing the 
obtained XRD pattern with the ICDD reference code 
00-014-0302 for cadmium hydroxylapatite. The morphol-
ogies of the synthetic Cd-HAP powders were examined 
through a field-emission scanning electron microscope 
(Hitachi FE-SEM S-4800). The Fourier transform infrared 
spectra of Cd-HAP were obtained by an FT-IR spectro-
photometer (Nicolet Nexus 470) with KBr pellets within 
the range of 4,000–400 cm−1.

Dissolution experiments
2.0  g of the prepared Cd-HAP was put into each of 
100 mL polypropylene bottles, and then 100 mL of HNO3 
solution (pH = 2), ultrapure water (pH = 5.6) or NaOH 
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solution (pH =  9) was added. After that, all the bottles 
were capped and soaked in three constant temperature 
water baths (25, 35 or 45°C). From each bottle, the reac-
tion solutions (5 mL) were sampled at 22 time intervals 
(1, 3, 6, 12 h, 1, 2, 2, 5, 10, 15, 20, 30, 45, 60, 75, 90, 120, 
150, 180, 210, 240, 300  days), filtered through 0.22  µm 
pore filters and stabilized in 25  mL volumetric flask by 
using 0.2% HNO3. An equivalent volume of pure water 
was added after each sampling. The dilution effects of the 
acidic and basic solutions throughout the experiments 
were considered in the calculation by using the program 
PHREEQC [19]. The solution Cd and P concentrations 
were measured using an ICP-OES instrument. After 
7,200  h dissolution, the Cd-HAP solids were sampled 
from the bottles, rinsed, dried and investigated by XRD, 
FE-SEM and FT-IR instruments. All further tests were 
done using nitrate media to minimize the precipitation of 
impurity phases and to prevent the complexation of the 
metal ions at higher concentration.

Thermodynamic calculations
The aqueous activities of Cd2+(aq), PO4

3−(aq), and 
OH−(aq) were first determined using PHREEQC Ver-
sion 3 with the minteq.v4.dat database [19], and then the 
ion activity products (IAPs) for Cd5(PO4)3OH were cal-
culated according to the mass-action expressions. The 
minteq.v4.dat database contains thermodynamic data for 
the aqueous species and gas and mineral phases that are 
derived from the database files of MINTEQA2. The aque-
ous species considered for the total cadmium calculation 
included Cd2+, CdOH+, Cd(OH)2

0, Cd(OH)3
−, Cd(OH)4

2− 
and Cd2OH3+. For the total phosphate, the species 
considered were PO4

3−, HPO4
2−, H2PO4

− and H3PO4
0. 

The saturation indexes were calculated for Cd3(PO4)2, 
Cd(OH)2(am), Cd(OH)2 and monteponite (CdO). The 
ionic strength of the solutions during the experiments 
was always less than 0.023 mol/L, so the Debye–Hückel 
equation or the extended Debye–Hückel equations were 
used in the simulation.

Results and discussion
Solid characterization
The chemical component of the prepared Cd-HAP 
is related to the Cd/P molar ratio of the mixing solu-
tions. The Cd5(PO4)3OH precipitation should be carried 
out by mixing the cadmium solution with the phos-
phate solution very slowly. The prepared crystal in this 
work was confirmed to be the intended composition of 
Cd5(PO4)3OH with the atomic Cd/P ratio of 1.67.

As showed in the XRD, FT-IR and FE-SEM figures, the 
character and component of the Cd-HAP solids were 
indistinguishable before and after the dissolution (Fig-
ures 1, 2 and 3). No secondary minerals were detected in 

the dissolution. The XRD patterns of the prepared solids 
indicated that all the products were identified as Cd-HAP 
(JCPDS Reference code 00-014-0302), which were highly 
crystallized and had the apatitic structure of the hexago-
nal system P63/m with the estimated lattice parameters of 
a = 0.933 nm and c = 0.667 nm (Figure 1). 

In the FT-IR spectra of the prepared solids (Figure 2), 
the normal vibrational modes of phosphate tetrahedra 
of cadmium hydroxylapatite (Cd-HAP) were observed 
within the region around at 949  cm−1 (ν2), 1,018 and 
1,099 cm−1 (ν3), 561 and 592 cm−1 (ν4). The area of the 
phosphate peak at 474  cm−1 (ν1) was not visible. The 
spectrum of all samples possessed the very sharp bands 
at 3,568–3,570  cm−1 for the stretching vibrations of 
the bulk OH−. The 715  cm−1 bands were considered 
to be the librational motion of OH− [5, 6]. The band at 
871 cm−1, which was assigned to HPO4

2− ions contained 
in cation-deficient hydroxylapatite was not observed in 
our research [5]. The bands at 3,650–3,680 cm−1 for the 
surface P–OH groups [5] and the bands at 1,455  cm−1 
for the CO3

2− vibration [20] were also not detected in the 
spectrum.

The FE-SEM results (Figure  3) showed that the Cd-
HAP solids were the typical hexagonal columnar crystals 
with a pinacoid as a termination, which elongated along c 
axis (particle size 0.5–5 µm).

Dissolution mechanism
The solution element concentrations and ratios for the 
Cd-HAP dissolution at 25, 35, 45°C and different pHs 
versus time are illustrated in Figure 4.

Dissolution of Cd-HAP in the acidic solution seemed 
to be stoichiometric in the early stage of dissolution and 
then always non-stoichiometric to the end of the disso-
lution experiments. For the dissolution of Cd-HAP at 
initial pH 2 and 25°C (Figure 4a), the cadmium and phos-
phate were rapidly released and the peak solution con-
centrations were reached after 20–30  days and 10  days 
for cadmium and phosphate, respectively. Thereafter, the 
Cd-HAP solid dissolved slowly while the solution Cd/P 
molar ratio increased constantly from 1.65 to 1.69 near 
the stoichiometric ratio of 1.67 for Cd-HAP, to 6.61–6.76 
(300 days). The aqueous pH increased from 2.00 to 3.82 
within the first hour of the dissolution and then fluctu-
ated between 3.78 and 4.19. Besides, the solution tem-
perature could influence the solution concentrations 
of cadmium and phosphate released from the Cd-HAP 
solid. At the end of the experiment, the aqueous cad-
mium and phosphate concentrations at 45°C were lower 
than those at 25°C. The transient peak value of the aque-
ous elemental concentration during the apatite dissolu-
tion has also been reported by earlier researchers [14], 
which was possibly owing to a particle size distribution. 
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The smaller particles can raise a larger dissolution rate 
and a greater solubility. Therefore, the peak value showed 
in the figure may be a consequence of the fast dissolution 
of the finest particles with a greater solubility and the fol-
lowing re-precipitation to form bigger particles, which 
can result in the achievement of the asymptotic solubility 
valve at larger times [14].

In the early stage of the Cd-HAP dissolution (<5 days), 
cadmium and phosphate were released from the Cd-HAP 
solid surface to the aqueous solution at the stoichiomet-
ric Cd/P ratio of 1.67 (Figure  4f ). With the increasing 
of the dissolution time, the solution Cd/P molar ratio 
increased and became greater than 1.67, which indicated 
that the Cd ions were preferentially released from the 

Cd-HAP surface in comparison with PO4
3−. The solution 

Cd/P molar ratios at 45°C were significantly higher than 
those at 25°C, which indicated that the system tempera-
ture could obviously affect the dissolution process and 
solubility of Cd-HAP in aqueous solution. At the end of 
our experiment (300  days), the Cd/P molar ratios were 
near 6.50–6.61 for the Cd-HAP dissolution at 25–45°C 
and initial pH 2, i.e., there was no obvious variation of 
the Cd/P molar ratios with the solution temperature at 
equilibrium.

For the Cd-HAP dissolution in ultrapure water 
(pH =  5.60), after dissolution for 75  days, the solution 
pH, cadmium and phosphate concentrations appeared 
stable indicating the achievement of a steady-state 

Figure 1 X-ray diffraction (XRD) patterns of the synthetic Cd-hydroxyapatite [Cd5(PO4)3OH] before (a) and after (b–f) dissolution at 25–45°C for 
300 days.
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between the solid and the solution (Figure 4d). With the 
initial release of Cd2+ and PO4

3− was the fast increasing 
of the aqueous pH from 5.60 to 6.58 in the first hour of 
dissolution, and after that the aqueous pH reached a sta-
ble state with the values of about 5.50–6.60 after dissolu-
tion for 120 days.

The H+ depleting indicated that the sorption of H+ 
onto negatively charged oxygen ions of phosphate groups 
of Cd-HAP can cause the transformation of surface 
PO4

3− into HPO4
2− groups and catalyze the reaction. 

Besides, the co-existence of exchange and dissolution 
reactions suggests that the H+ ions consumed during the 
Cd-HAP dissolution did not come only from sorption/

desorption of H+ ions but from many different processes 
at the Cd-HAP surface. Therefore, a complete description 
of the H+ ions consumed during the dissolution should 
take account of the following processes: stoichiomet-
ric dissolution of the bulk Cd-HAP solid, stoichiometric 
exchange of 2H+ for one Cd2+ at the Cd-HAP surface, 
H+ adsorption/desorption at the Cd-HAP surface [15, 
21]. The dissolution process of apatite is extremely 
related to the experimental conditions, e.g., temperature, 
agitation, solid component, solution composition, solid/
solution ratio [15]. Different dissolution models of Ca-
HAP have been suggested based on the previously pub-
lished experimental data, all of them consider only some 

Figure 2 Fourier transform infrared (FT-IR) spectra of the synthetic Cd-hydroxyapatite [Cd5(PO4)3OH] before (a) and after (b–f) dissolution at 
25–45°C for 300 days.
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specific aspects of apatite dissolution and cannot express 
the dissolution process universally [15].

Based on the experimental results of the present 
work and some previous researches [15], the cadmium 
hydroxylapatite (Cd-HAP) dissolution in aqueous media 
is considered to have the following coincident steps or 
processes.

1. Stoichiometric dissolution coupled with protonation 
and complexation reactions.

2. Non-stoichiometric dissolution with Cd2+ release 
and PO4

3− sorption.
3. Sorption of Cd2+ and PO4

3− species from solution 
backwards onto Cd-HAP surface.

4. Steady state.

For the Cd-HAP dissolution in aqueous acidic 
media at initial pH 2 and 25°C, in the Processes 1 and 
2, Cd2+ and PO4

3− in the Cd-HAP structure can be 
removed coincidentally/stoichiometrically with the 
dissolution rates in proportion to the molar concen-
trations according to the reaction (1), i.e., the aque-
ous cadmium and phosphate concentration decreased 
with time simultaneously at the aqueous Cd/P 
molar ratio of 1.67 in the early period of dissolution 
(0–10 days).

Many possible reactions should be considered in the 
research on the apatite dissolution due to its structural 
complexity [3]. The reaction (1) for the Cd-HAP dissolu-
tion is strongly influenced by the solution pH and com-
bined with the protonation and complexation reactions 

Figure 3 Field emission scanning electron microscopy (FE-SEM) images of the synthetic Cd-hydroxyapatite [Cd5(PO4)3OH] before (a) and after (b–f) 
dissolution at 25–45°C for 300 days.
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(2) and (3), which resulted in the aqueous pH increasing 
for the dissolution in aqueous acidic media or the aque-
ous pH decreasing for the dissolution in aqueous alkali 
media.

(1)Cd5(PO4)3OH⇌5 Cd2+ + 3 PO3−
4 +OH−

(2)PO3−
4 + nH+

⇌HnPO
(3−n)−
4 (n = 1, 2, 3)

(3)

Cd2+ + nOH−
⇌Cd(OH)

(n−2)−
n (n = 1, 2, 3, 4)

The speciation results based on the calculation with 
PHREEQC indicated that for the Cd-HAP dissolution 
at 25°C and initial pH 2, the aqueous cadmium species 
existed in the order of Cd2+ > CdOH+ > Cd2OH3+ > Cd(
OH)2  >  Cd(OH)3

−  >  Cd(OH)4
2−; the aqueous phosphate 

species occurred in the order of H2PO4
− > H3PO4 > HPO

4
2−  >  PO4

3−. At the early stage of dissolution, Cd2+ and 
Cd2OH3+ increased with time, CdOH+ is stable, Cd(OH)2, 
Cd(OH)3

− and Cd(OH)4
2− decreased with time. H2PO4

− 
and H3PO4 increased with time, HPO4

2− is stable, PO4
3− 

decreased with time. For the Cd-HAP dissolution at 25°C 
and initial pH 9, the aqueous cadmium species existed in 

Figure 4 Aqueous evolution during the dissolution of the synthetic Cd-hydroxyapatite [Cd5(PO4)3OH] for 300 days. a Initial pH 2 and 25°C, b initial 
pH 2 and 35°C, c initial pH 2 and 45°C, d initial pH 5.6 and 25°C, e initial pH 9 and 25°C, and f the aqueous Cd/P molar ratios for the dissolution at 
initial pH 2 and 25°C, 35°C and 45°C, respectively.
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the order of Cd2+, CdOH+ > Cd(OH)2 > Cd2OH3+ > Cd(O
H)3

− > Cd(OH)4
2−; the aqueous phosphate species occurred 

in the order of HPO4
2−  >  H2PO4

−  >  PO4
3−  >  H3PO4 

as the dissolution time <20  days or in the order of 
H2PO4

−  >  HPO4
2−  >  H3PO4  >  PO4

3− as the dissolution 
time >20 days.

In processes 2, cadmium and phosphate are removed 
non-coincidentally/non-stoichiometrically from the 
Cd-HAP structure with different dissolution rates and 
the aqueous Cd/P molar ratio >1.67. As a result, a sur-
face layer, which has a chemical component different 
from that of the bulk solid, can be formed [15]. When 
an initial portion of Cd-HAP had been dissolved, some 
amount of phosphate could be adsorbed from the solu-
tion backwards onto the Cd-HAP surface. In this work, 
the solution phosphate concentrations began to decline 
gradually after 10  days dissolution at initial pH 2 and 
25°C, whereas the solution cadmium concentration 
increased constantly with time. The aqueous Cd/P molar 
ratio increased from 1.72 to about 3.07 in the dissolution 
between 10 and 30 days.

In processes 3, both of cadmium and phosphate ions 
were adsorbed simultaneously from the aqueous solu-
tion backwards onto the Cd-HAP surface, the aqueous 
cadmium and phosphate ions concentration decreased 
from 30 to 210  days with the increasing aqueous Cd/P 
molar ratio (3.07–6.69), which can result in the form-
ing of a surface layer having a component different from 
that of the bulk of Cd-HAP [15], i.e., the component of 
the final equilibrated solution could be dependent on a 
surface layer with a component different from that of Cd-
HAP [Cd5(PO4)3(OH)]. The Cd/P ratios were found to be 
6.50–6.61 for the Cd-HAP dissolution at 25–45°C and 
initial pH 2. For the Ca-HAP dissolution in 0.1 M NaCl at 
near neutral pH values and 25°C, the solution Ca/P molar 
ratio was observed to have values even as great as 25 [3]. 
Due to its low solubility, the apatite dissolution mecha-
nism may be dependent on several chemical reactions 
happening simultaneously at the apatite surface [22], and 
it is considered that the apatite dissolution is always non-
stoichiometric at the atomic level [15].

In processes 4, desorption and adsorption of cad-
mium and phosphate ions reached a steady state, i.e., 
the aqueous cadmium and phosphate ions concentra-
tion were stable for the Cd-HAP dissolution in aqueous 
acidic media at initial pH 2 and 25°C from 210  days to 
the experimental end (300 days), and the aqueous Cd/P 
molar ratios remained stable (6.61–6.76).

Determination of solubility
The activities of the aqueous cadmium and phosphate 
species present in the final equilibrated solutions (210, 
240, 300  days) were used to determine the solubility 

product for cadmium hydroxylapatite [Cd5(PO4)3OH]. 
The aqueous solutions were calculated to be undersatu-
rated with respect to any possible secondary minerals 
(e.g. Cd3(PO4)2, Cd(OH)2(am), Cd(OH)2, monteponite).

The dissolution of cadmium hydroxylapatite and the 
release of cadmium and phosphate can be described by 
the reaction Eq. (1). Supposing unit activity of the solid 
phase

where {} represents the thermodynamic activities of the 
aqueous species and Ksp is the equilibrium constant of 
the reaction Eq. (1).

The standard free energy of reaction (�Go
r), in kJ/

mol, is dependent on Ksp under the standard condition 
(298.15 K and 0.101 MPa) by

For Eq. (1),

Rearranging,

Table 1 lists the pH, Cd and P analyses at different ini-
tial solution pHs and temperatures, as well as the calcu-
lated solubility products (Ksp) for Cd-HAP. The aqueous 
activities of Cd2+(aq), PO4

3−(aq) and OH−(aq) were first 
calculated via the computer program PHREEQC [19], 
and then the Ksp values for Cd-HAP [Cd5(PO4)3OH] 
were calculated according to Eq. (4). The mean Ksp values 
were determined for Cd-HAP [Cd5(PO4)3OH] of 10−64.62 
(10−64.53–10−64.71) at 25°C, 10−65.58 (10−65.31–10−65.80) at 
35°C and 10−66.57 (10−66.24–10−66.90) at 45°C.

Based on the obtained solubility data from the disso-
lution at initial pH 2 and 25°C, the Gibbs free energies 
of formation �Go

f [Cd5(PO4)3OH] were calculated using 
Eqs. (5), (6), and (7) to be −3,970.47 kJ/mol (−3,969.92 to 
−3,970.96 kJ/mol).

No reports on the solubility properties of Cd-HAP at 
25°C have appeared in the previous studies. The mean 
Ksp values 10−64.62 (10−64.53–10−64.71) for Cd5(PO4)3OH 
at 25°C, 10−65.58 (10−65.31–10−65.80) at 35°C and 10−66.57 
(10−66.24–10−66.90) at 45°C were approximately 9.40–11.35 
log units lower than 10−55.22 reported for Cd5(PO4)3OH 
at 37°C [17], which is the only solubility data found until 
now, but only one data point was used to calculate the 
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{
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}5{

PO3−
4

}3
{

OH−
}

(5)�Go
r = −5.708 logKsp
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]

+ 3�Go
f
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solubility product for Cd-HAP. Besides, their solubility 
value was determined in aqueous solution at pH 5.175 
and 37°C under a fixed ionic environment using 0.165 M 
NaNO3, and the solid was thought to have achieved 
equilibrium, but the authors themselves indicated that 
the dicadmium phosphate (CdHPO), not the Cd-HAP, 
seemed to control the solubility equilibrium at pH 
5.0–7.0.

The mean Ksp value was determined for Ca-HAP 
[Ca5(PO4)3OH] of 10−57.65 (10−57.56–10−57.79) at 25°C in 
this study. The thermodynamic solubility products (Ksp) 
for Ca-HAP [Ca5(PO4)3OH] were reported to be 10−58.3 
[23], 10−57 [24], 10−59 [25], 10−58±1 [13], and 10−57.72 
[26]. In comparison with the solubility products of Ca-
HAP reported in literature, the mean Ksp value 10−64.62 
(10−64.53–10−64.71) for Cd-HAP was approximately 
7.62–5.62 log units lower than 10−57–10−59 for Ca-HAP. 
A Ksp value for lead hydroxylapatite (Pb-HAP) has been 
reported to be approximately 10−76.71 [27], while a Ksp 
value of 10−62.79 was given for Pb-HAP in the minteq.
v4.dat database [19]. Comparison of the solubility prod-
ucts (Ksp) of Ca-HAP and lead hydroxylapatite (Pb-HAP) 
indicates that the conversion of Ca-HAP to Pb-HAP is 
thermodynamically favorable in the presence of solu-
tion Pb2+ [28]. In harmony with Pb-HAP, the solubility 
product of Cd-HAP is extremely low, i.e., several orders 
of magnitude less soluble than Ca-HAP.

Determination of thermodynamic data
The solubility products (Ksp) for Cd-HAP and Ca-HAP 
can be expressed through Eqs. (8)–(10) [17].

where A, B and C are the empirical constants of Eq. (8).
For Cd-HAP

For Ca-HAP

The thermodynamic parameters ΔG0, ΔH0, ΔS0 and �C0
p 

for the dissolution of Cd-HAP and Ca-HAP at initial pH 2.0 
listed in Table 2 are obtained from Eqs. (11)–(14) [17].

(8)−logKsp = A/T+ B+ CT

(9)−logKsp = 5239.123/T+ 1.62699+ 0.1524 T

(10)

−logKsp = 39, 524.485/T− 223.49751+ 0.49836 T

(11)�G0
= 2.3026 R

(

A+ BT+ CT2
)

(12)�H0
= 2.3026 R

(

A− CT2
)

Table 1 Analytical data and solubility determination of cadmium hydroxylapatite [Cd5(PO4)3OH]

Temp (oC) Initial pH Dissolution time (days) Analytical data logKsp �G
o

f
 (kJ/mol)

pH Cd (mmol/L) P (mmol/L)

25 2 210 4.17 6.7556 0.9995 −64.71 −3,970.96

240 4.18 6.7457 1.0008 −64.63 −3,970.53

300 4.19 6.7631 1.0225 −64.53 −3,969.92

35 2 210 3.97 7.1479 1.0797 −65.31

240 3.93 7.0999 1.0732 −65.61

300 3.90 7.0839 1.0906 −65.80

45 2 210 3.82 6.4051 0.8956 −66.24

240 3.72 6.4269 0.9253 −66.90

300 3.75 6.5443 0.9957 −66.56

25 5.6 210 6.55 0.0337 0.0054 −58.59 −4,174.00

240 6.58 0.0343 0.0083 −58.96 −4,176.11

300 6.60 0.0358 0.0097 −59.41 −4,178.69

25 9 210 6.52 0.0137 0.0108 −66.71 −3,982.36

240 6.50 0.0121 0.0080 −67.47 −3,986.74

300 6.52 0.0089 0.0081 −68.01 −3,989.80

Table 2 Thermodynamic data of  Cd-HAP and  Ca-HAP 
in aqueous acidic media (initial pH 2)

HAP Temp 
(oC)

ΔG0 
(J/K mol)

ΔH0 (J/mol) ΔS0 
(J/K mol)

�C0
p 

(J/K mol)

Ca-HAP 25 328,903.30 −90,597.07 −1,407.72 −2,843.41

35 343,934.66 −148,419.53 −1,598.55 −2,938.83

45 360,874.35 −208,150.32 −1,789.39 −3,034.25

Cd-HAP 25 368,710.12 −158,809.53 −1,770.20 −869.52

35 386,703.91 −176,491.82 −1,828.56 −898.70

45 405,281.27 −194,757.67 −1,886.91 −927.88
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The negative ΔH0 values suggested that the Cd-HAP 
and Ca-HAP dissolution in aqueous solution was an 
exothermic process and their solubilities decreased with 
increasing temperature. The larger negative ΔS0 val-
ues for the Cd-HAP dissolution showed that the order 
caused by Cd2+ in aqueous solution was higher than 
that produced by Ca2+ [17], which was considered to be 
related to the different sizes of Cd2+ (0.97 Å) and Ca2+ 
(0.99 Å). The smaller Cd2+ with a high charge can cause 
larger entropy in aqueous media, and therefore Cd-HAP 
is less soluble than Ca-HAP. The ΔG0, ΔH0 and ΔS0 val-
ues were greater for Cd-HAP than Ca-HAP in solution, 
suggesting that the Cd-HAP dissolution was more energy 
consuming and consequently it is less soluble [17].

Conclusions
The XRD pattern showed that the prepared solids 
were pure cadmium hydroxylapatite (Cd-HAP) with 
the estimated lattice parameters of a = 0.933 nm and 
c  =  0.667  nm. In FT-IR spectra, the normal vibra-
tional modes of phosphate tetrahedra for Cd-HAP 
appeared around 949 cm−1 (ν2), 1,018 and 1,099 cm−1 
(ν3), 561 and 592 cm−1 (ν4). The FE-SEM observation 
indicated the solid was the typical hexagonal colum-
nar crystals with a pinacoid as a termination that 
elongated along the c axis (particle sizes 0.5–5  µm). 
Characterization by XRD, FT-IR and FE-SEM proved 
that Cd-HAP solids showed no recognizable change 
during dissolution.

For the Cd-HAP dissolution in aqueous acidic 
media at initial pH 2 and 25°C, the solution cadmium 
and phosphate concentrations increased rapidly and 
reached the peak values after 20–30 days and 10 days 
reaction, respectively. Thereafter, the Cd-HAP dis-
solution rate decreased slowly, whereas the solution 
Cd/P molar ratio increased constantly from 1.65–1.69 
to 6.61–6.76. The mean Ksp values for Cd5(PO4)3OH 
were determined to be 10−64.62 (10−64.53–10−64.71) at 
25°C, 10−65.58 (10−65.31–10−65.80) at 35°C and 10−66.57 
(10−66.24–10−66.90) at 45°C. Based on the obtained solu-
bility data from the dissolution at initial pH 2 and 25°C, 
the Gibbs free energy of Cd5(PO4)3OH forming �Go

f  
was determined to be −3,970.47 kJ/mol (−3,969.92 to 
−3,970.96  kJ/mol). Thermodynamic quantities, ΔG0, 
ΔH0, ΔS0, and �C0

p for the dissolution process of Cd-
HAP in aqueous acidic media at initial pH 2 and 25°C 
were calculated 368,710.12  J/K  mol, −158,809.54  J/
mol, −1,770.20  J/K  mol and −869.53  J/K  mol, 
respectively.

(13)�S0 = −2.3026 R(B+ 2CT)

(14)�C0
p = −2.3026 R(CT)

Authors’ contributions
YZ and ZZ initiated the setup of experiments and ran the initial experiments 
and drafted the manuscript. XZ, LD and YH conducted most of the experi-
ments and ran the XRD, FT-IR and FE-SEM analyses. YL assisted in analysis and 
interpretation of the data. All authors read and approved the final manuscript.

Author details
1 College of Environmental Science and Engineering, Guilin University of Tech-
nology, Guilin 541004, People’s Republic of China. 2 College of Light Industry 
and Food Engineering, Guangxi University, Nanning 530004, People’s Republic 
of China. 

Acknowledgements
The manuscript has greatly benefited from insightful comments by the editor 
and anonymous reviewers. The authors thank the financial supports from the 
National Natural Science Foundation of China (NSFC41263009), the Guangxi 
Science and Technology Development Project (GuiKeGong14124004-3-3, 
GuiKeZhong1298002-3), the Provincial Natural Science Foundation of Guangxi 
(2012GXNSFDA053022), and the Project of High Level Innovation Team and 
Outstanding Scholar in Guangxi Colleges and Universities (No. 002401013001).

Compliance with ethical guidelines

Competing interests
The authors declare that they have no competing interests.

Received: 16 December 2014   Accepted: 1 July 2015

References
 1. Masaoka M, Kyono A, Hatta T, Kimata M (2006) Single crystal growth 

of Pb5(PxAs1−xO4)3Cl solid solution with apatite type structure. J Cryst 
Growth 292:129–135

 2. Magalhães MCF, Williams PA (2007) Apatite group minerals: solubility and 
environmental remediation. In: Letcher TM (ed) Thermodynamics, solubil-
ity and environmental issues. Elsevier, Amsterdam, pp 327–340

 3. Bengtsson Å, Shchukarev A, Persson P, Sjöberg S (2009) A solubility and 
surface complexation study of a non-stoichiometric hydroxyapatite. 
Geochim Cosmochim Acta 73:257–267

 4. Orzechowska-Wylęgała B, Obuchowicz A, Malara P, Fischer A, Kalita B 
(2011) Cadmium and lead accumulate in the deciduous teeth of children 
with celiac disease or food allergies. J Stomat Occ Med 4:28–31

 5. Yasukawa A, Higashijima M, Kandori K, Ishikawa T (2005) Preparation 
and characterization of cadmium–calcium hydroxyapatite solid solution 
particles. Colloids Surface A 268:111–117

 6. Yasukawa A, Yokoyama T, Ishikawa T (2001) Preparation of cadmium 
hydroxyapatite particles using acetamide. Mater Res Bull 36:775–786

 7. GómezdelRío J, Sanchez P, Morando PJ, Cicerone DS (2006) Retention of 
Cd, Zn and Co on hydroxyapatite filters. Chemosphere 64:1015–1020

 8. Skartsila K, Spanos N (2007) Surface characterization of hydroxyapatite: 
potentiometric titrations coupled with solubility measurements. J Colloid 
Interf Sci 308:405–412

 9. Harouiya N, Chaïrat C, Köhler SJ, Gout R, Oelkers EH (2007) The dissolution 
kinetics and apparent solubility of natural apatite in closed reactors at 
temperatures from 5 to 50°C and pH from 1 to 6. Chem Geol 244:554–568

 10. Zhu R, Yu R, Yao J, Mao D, Xing C, Wang D (2008) Removal of Cd2+ from 
aqueous solutions by hydroxyapatite. Catal Today 139:94–99

 11. Zhu K, Yanagisawa K, Shimanouchi R, Onda A, Kajiyoshi K (2006) Pref-
erential occupancy of metal ions in the hydroxyapatite solid solutions 
synthesized by hydrothermal method. J Eur Ceram Soc 26:509–513

 12. Evis Z, Yilmaz B, Usta M, Levent Aktug S (2013) X-ray investigation of 
sintered cadmium doped hydroxyapatites. Ceram Int 39:2359–2363

 13. Valsami-Jones E, Ragnarsdottir KW, Putnis A, Bosbach D, Kemp AJ, Cressey 
G (1998) Solubility and ion activity products of calcium phosphate miner-
als. Chem Geol 151:215–233



Page 11 of 11Zhu et al. Geochem Trans  (2015) 16:9 

 14. Fulmer MT, Ison IC, Hankermayer CR, Constantz BR, Ross J (2002) Meas-
urements of the solubilities and dissolution rates of several hydroxyapa-
tites. Biomaterials 23:751–755

 15. Dorozhkin SV (2002) A review on the dissolution models of calcium 
apatites. Prog Cryst Growth Ch 44:45–61

 16. Tseng WJ, Lin CC, Shen PW, Shen PY (2006) Directional/acidic dissolution 
kinetics of (OH, F, Cl)-bearing apatite. J Biomed Mater Res A 76:753–764

 17. Mahapatra PP, Mishra H, Chickerur NS (1982) Solubility and thermody-
namic data of cadmium hydroxyapatite in aqueous media. Thermochim 
Acta 54:1–8

 18. Zhao X, Zhu Y, Dai L (2014) Synthesis and characterization of cadmium–
calcium hydroxyapatite solid solution. Int J Miner Metall Mater 21:604–608

 19. Parkhurst DL, Appelo CAJ (2013) Description of input and examples for 
PHREEQC version 3—a computer program for speciation, batch-reaction, 
one-dimensional transport, and inverse geochemical calculations. US 
Geological Survey Techniques and Methods, book 6, chap A43, p 497. 
Available only at http://pubs.usgs.gov/tm/06/a43

 20. Qian G, Bai H, Sun F, Zhou J, Sun W, Xu X (2008) Preparation and stability 
of calcium cadmium hydroxyapatite. J Inorg Mater 23:1016–1020 [in 
Chinese]

 21. Chaïrat C, Oelkers EH, Schott J, Lartigue JE (2007) Fluorapatite surface 
composition in aqueous solution deduced from potentiometric, electro-
kinetic, and solubility measurements, and spectroscopic observations. 
Geochim Cosmochim Acta 71:5888–5900

 22. Berner RA (1981) Kinetics of weathering and diagenesis. Rev Mineral 
8:111–134

 23. McDowell H, Gregory TM, Brown WE (1977) Solubility of Ca5(PO4)3OH 
in the system Ca(OH)2–H3PO4–H2O at 5, 15, 25, and 37°C. J Res Nat Bur 
Stand 81A:273–281

 24. Stumm W, Morgan JJ (1996) Aquatic chemistry, chemical equilibria and 
rates in natural waters. John Wiley & Sons, Inc., New York

 25. Brown WE, Gregory TM, Chow LC (1977) Effects of fluoride on enamel 
solubility and cariostasis. Caries Res 11:118–141

 26. Wei C, Zhu Y, Yang F, Li J, Zhu Z, Zhu H (2013) Dissolution and solubility 
of hydroxylapatite and fluorapatite at 25°C at different pH. Res J Chem 
Environ 17:57–61

 27. Nriagu JO (1974) Lead orthophosphates—IV. Formation and stability in 
the environment. Geochim Cosmochim Acta 38:887–898

 28. Lower SK, Maurice PA, Traina SJ (1998) Simultaneous dissolution of 
hydroxylapatite and precipitation of hydroxypyromorphite: direct 
evidence of homogeneous nucleation. Geochim Cosmochim Acta 
62:1773–1780

Open access provides opportunities to our 
colleagues in other parts of the globe, by allowing 

anyone to view the content free of charge.

Publish with ChemistryCentral and every
scientist can read your work free of charge

W. Jeffery Hurst, The Hershey Company.

available free of charge to the entire scientific community
peer reviewed and published immediately upon acceptance
cited in PubMed and archived on PubMed Central
yours     you keep the copyright

Submit your manuscript here:
http://www.chemistrycentral.com/manuscript/

http://pubs.usgs.gov/tm/06/a43

	Characterization, dissolution and solubility of synthetic cadmium hydroxylapatite [Cd5(PO4)3OH] at 25–45°C
	Abstract 
	Background: 
	Results: 
	Conclusions: 

	Background
	Experimental methods
	Solid preparation and characterization
	Solid preparation
	Characterization

	Dissolution experiments
	Thermodynamic calculations

	Results and discussion
	Solid characterization
	Dissolution mechanism
	Determination of solubility
	Determination of thermodynamic data

	Conclusions
	Authors’ contributions
	Received: 16 December 2014   Accepted: 1 July 2015References




